% Reflectivity

9.0
8.5
8.0
7.5
7.0
6.5
6.0
5.5
5.0
4.5
4.0
3.5
3.0
25
2.0
15
1.0
0.5
0.0

A56 Broadband AR Coating at 525-975nm
Ravg<1.0% Per Surface
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Substrate: BK7 or Equivalent
Angle of Incidence: 0 degrees
Theoretical Reference




